Graduation=0.05mm

Results of valve Recession Testing on

Honda Cr-V with B203B3 Engine, using LPG as a fuel.
(Valve clearance reset to standard after each reading)
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TESTED BY AG AUTOGAS — ONE OF THE WORLD'S LEADING LPG MANUFACTURERS IN EUROPE.
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